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SPC Flooring Test Report

RAUFLOOR Neostein

DATE :- 01/01/2026
SIZE:- 181*1220 MM
THICKNESS:- 4 +1 MM * 0.5 WEAR LAYER DESIGN NO. :- 1124

Sr. No Test Description Standard REHAU Test Result

1 PEAL STRENGTH

DENSITY

THICKNESS VARIATION

CLICK STRENGTH

WEAR LAYER TEST

POINT SCRATCH

MICRO SCRATCH

CASTER WEAR

SIZE

GLOSS CHECK

CROSS HATCH

GAP BETWEEN 2 PLANKS

90 NEWTON

1.98 KG TO 2.0 KG / SQ.MTR

0.03 MM

2.8 KILONEWTON

17 TO 22 MILIGRAM

500 GRM, 1 KG,1.5 KGS

6N (100 ROUND )

25000 RPM

181*1220 MM

4 TO 6 GLOSS

5B

0.1 MM

130 TO 160 NEWTON

1.98 Kgs / Sq. Mtr.

0.01 MM

5.00 TO 8.00 KILO NEWTON

18 TO 20 MILGRAM

PASS

PASS

PASS

181.02*1220.05 MM

4.5 TO 5.9 GLOSS

PASS

0.08 MM
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